
PPE Required

Typical Crew Size: Typical Material

Description        Class Code    Description                         Class Code
See associated test procedure Asphalt Emulsion

Sequence of Job Tasks Potential Hazards Never
1 Weigh cup and lid.

2. Pour emulsion into cup to the 

top.

Particles in eyes

3. Place lid onto cup and clean Particles in eyes Look directly over the cup when Wear all personal protective equipment.

 Safe Job Procedures

Wear all personal protective equipment.
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Typical Equipment

Activity Name: Weight Per Gallon Activity Number: D244

Date Prepared: 6/18/2009

Safety glasses/Hardtoe

boots/Heat resistant

gloves/Heat resistant apron

Activity Description & Purpose: This test method is used to determine the weight per gallon of emulsified asphalt used in highway construction.

(Crew sizes may vary due to different 

conditions throughout the state).

3. Place lid onto cup and clean 

excess emulsion.

Particles in eyes Look directly over the cup when 

placing the lid.

4. Weigh cup and emulsion.

5. Run calculation to find weight 

per gallon.

Wear all personal protective equipment.
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